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Highlights 

- Synthesis of CuO/ZrO2 catalyst via ultrasonic-assisted co-precipitation route 

- Surface area and porosity of catalyst improved by ca. 13% with sonication impulse 

- Introducing Zn
2+ 

(60 vol % max.) boosted the surface area by ca. 23% max 

- Addition of Zn
2+

 promoter via solid state reaction route enhanced methanol yield by 

over 250% 
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Abstract 

The thermal characteristics of Cu-based catalysts for CO2 utilization towards the synthesis of 

methanol were analysed and discussed in this study. The preparation process were varied by 

adopting ultrasonic irradiation at various impulses for the co-precipitation route and also, by 

introducing ZnO promoters using the solid-state reaction route. Prepared catalysts were 

characterised using XRD, TPR, TPD, SEM, BET and TG-DTA-DSC. In addition, the CO2 

conversion and CH3OH selectivity of these samples were assessed. Calcination of the 

catalysts facilitated the interaction of the Cu catalyst with the respective support bolstering 

the thermal stability of the catalysts. The characterisation analysis clearly reveals that the 

thermal performance of the catalysts was directly related to the sonication impulse and 

heating rate. Surface morphology and chemistry was enhanced with the aid of sonication and 

introduction of promoters. However, the impact of the promoter outweighs that of the 

sonication process. CO2 conversion and methanol selectivity showed a significant 

improvement with a 270% increase in methanol yield. 
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1 INTRODUCTION 

Present research undertaking towards methanol synthesis has been aimed at developing 

catalysts with great catalytic activity. One notable catalyst for this purpose is the alumina 

(Al2O3) based catalyst with good yield of methanol. However, this catalyst is limited in 

performance due to its strong hydrophilic characteristics [1-3]. Other catalysts used are Cu-

ZrO2 based catalysts with high thermal stability and Cu dispersion. This is due to the role of 

ZrO2 in enhancing catalyst stability and active sites [3, 4]. As a result, the catalytic capacity 

of this material was observed to increase. Further improvement with the dispersion of Cu in 

this material was achieved by the use of promoters like oxides of Mg [5-7], Mn [5, 7, 8], Ga 

[7] and Zn [9, 10]. 

Despite the composition of the catalyst, other means of promoting the performance of the 

catalyst is the adopted synthetic method and conditions [7, 11-13]. Common synthetic 

methods used for the preparation of these compounds are co-precipitation [3, 4, 11, 12, 14-

20], sol gel [21, 22] and citrate thermal decomposition [7, 19, 20, 23]. Recently, new 

synthetic methods are being proposed. This includes solid-state chemical reactions [24] and 

solution combustion [25, 26]. Nonetheless, these methods produce materials with low surface 

area, which is a demerit for catalytic activity [27-31]. To this effect, incorporating ultrasonic 

irradiation has shown to improve surface area and chemistry [32, 33]. Sonication alters 

particle morphology and it depends on various factors like sonication time and frequency [34, 

35]. In addition, it can be stipulated that particle morphology also depends on sonication 

impulse time [34, 36].  

In this work, CuO-ZrO2 composite oxide was synthesised via ultrasonic enhanced co-

precipitation method with varying impulse time. In addition, the use of ZnO promoter was 

also used to study the promotional effect of ZnO on CuO-ZrO2 catalyst. The structural and 

textural characteristics of these compounds were assessed to study the impact of ultrasonic 

impulse time and Zn
2+

 introduction on the catalysts morphology and surface chemistry. In 

addition, a catalytic performance test was conducted to evaluate methanol selectivity and CO2 

conversion of the prepared catalyst. 

 

 



2 EXPERIMENTAL 

2.1 Material Preparation 

In this study, the catalysts were synthesised by the ultrasonic aided co-precipitation method. 

All chemicals used for experimentation were acquired from SinoPharm Chemical Reagents 

Co. Ltd. 

 

2.2 Preparation of catalyst  

Cu/ZrO2 

The catalyst was prepared by a reaction of 0.17 M mixed reaction of Zr(NO3)4 and Cu(NO3)2 

(Cu-loading = 30%) and 0.1M NaOH solution while sustaining the pH at 7.0. Mixing was 

done with the aid of ultrasonic irradiation at different impulse time (continuous, 1, 4 and 8 

seconds). These impulses are chosen to determine appreciable differences in surface 

morphology around the traditional continuous irradiation which has no impulse time (0 

seconds). After which, the precipitates were filtered, washed, dried (383 K for 6 hr) and 

calcined (at temperature of 623 K for 4 hr). This sample is labelled as CZr. 

 

Cu/Zn/ZrO2 

A mix of Cu(NO3)2·3H2O, Zn(NO3)2·6H2O and Zr(NO3)4·5H2O were blended in a 

Cu
2+

:Zn
2+

:Zr
4+

 molar ratio of 3:1:6. This mix was further blended with citric acid ligand, 

C6H8O7·H2O in a molar ratio of 1:1.3 [24] . This was carried out for 30 minutes in an 

ultrasonic bath at room temperature until the reactants were transformed to a homogeneous 

muddy precursor. Afterwards, the catalyst was dried at 383 K for 6 hr before being calcined 

at a temperature of 623 K for 4 hr. This sample is labelled as CZZr-316. The effect of Zn
2+

 on 

the catalyst was studied by varying the composition of Zn
2+

 in the catalyst while keeping the 

composition of Cu
2+

 constant. Given that the suitable Cu-loading for optimum methanol 

synthesis through hydrogenation for the CZr catalyst is 30%, Cu
2+

 content was restricted to 

this value with the introduction of Zn. Subsequently, this will reduce the Zr
4+

 content. For 

this purpose, additional molar ratios, 3:3:4 and 3:6:1, were synthesised to sparsely investigate 

the share of Zn
2+

 over Zr
4+

 for the remaining 70% content of the catalyst. The additional 

samples are labelled as CZZr-334 and CZZr-361 respectively.  

 



2.3 Catalyst Characterization 

The generated precursors were analysed using the Scanning Electron Microscope (SEM), 

Brunauer-Emmett-Teller (BET), Temperature-Programmed Desorption (TPD), Temperature-

Programmed Reduction (TPR), Thermal Gravimetric Analysis (TGA), X-ray Diffraction 

(XRD), Differential Scanning Calorimetry (DSC) and Differential Thermal Analysis (DTA).  

 

The surface composition and structure of the catalysts were studied with a SEM. The porosity 

and surface area of the catalysts were obtained using BET method determined via N2 

adsorption/desorption isotherms at 77 K, using a Micrometrics ASAP 2020 Surface Area and 

Porosity Analyser. Here, 0.2-0.4 g of the samples was degassed under vacuum at 363K for ~4 

hours before being dosed with N2. The BET surface area was computed within the relative 

pressure range of 0.06-0.3 and the pore volume at a pre-determined relative pressure of 

0.9948. 

 

The TGA, DSC and DTA were performed using a NETZSCH STA-449-F3 Jupiter Thermal 

Analyser. 5-10 mg of the catalyst were weighed into the sample pan and was subjected to a 

decomposition temperature from 293-1073 K at a constant ramp of 10 and 20 K/min 

respectively under N2. 

 

XRD patterns were studied using a Bruker-AXS D8 advance powder diffractometer using Cu 

radiation with a scanning range of 10
o
 ≤ 2θ≤ 90

o
 at a step size of 0.010216

o
. Average 

crystallite size was estimated using the Scherrer’s formula: 

Equation 1: Scherrer's Formula 

  
    

     
 

where d is the crystallite size (nm), λ is the radiation wavelength (nm) = 1.5406 nm in this 

case, β is the full width at half maximum (radians) and θ is the Bragg’s angle of the 

maximum intense peak (degrees) [37]. 

 

CO2-TPD was conducted using AutoChem II 2920 to assess the basicity of the catalysts. First, 

the 50 mg of the catalyst was reduced at 573 K for 1 hr in a flow of H2 at 30 ml/min. 

Subsequently, the catalyst was cooled to 323 K before being flushed with He for 0.5 hr at 

same temperature at 40 ml/min. The catalyst was then exposed to pure CO2 for 1 hr at a flow 

rate of 30 ml/min before being flushed with He at 40 ml/min to remove all physisorbed 



molecules. TPD measurement was conducted at temperature range of 323-1073 K with a 

heating rate of 10 K/min under the flow of He at 40 ml/min, and the CO2 desorption 

monitored using a thermal conductivity detector (TCD). 

 

H2-TPD experiment was performed in the same equipment as CO2-TPD.  50 mg of the 

catalyst was first reduced in situ at 573 K for 2 hr in mixed flow of H2/He (10:90 vol%). 

After which, the catalyst was cooled down to 323 K and then saturated in 10% H2/He for 1 hr, 

followed by purging with N2 for 0.5 hr to remove any physisorbed molecules. H2-TPD 

measurement was then performed to 1073 K with a heating rate of 5 K/min under N2 

atmosphere. 

 

H2 temperature program reduction (H2-TPR) of catalysts (50 mg) was carried out in a U-tube 

quartz reactor using a Micromeritics ChemiSorb 2920 with a thermal conductivity detector 

(TCD). Before reduction, the sample was first degassed with He flow of 40 mL min−1 at 473 

K for 60 min to remove physically adsorbed water and cooled down to the 333 K. Then the 

sample was reduced at a heating rate of 10 K min−1–1023 K with 50 mL min−1 of 5% H2/Ar 

mixture gas. 

 

2.4 Catalyst Performance Evaluation  

The performance of the catalysts towards methanol synthesis was assessed in a continuous 

flow fixed bed reactor. First, 0.5g of the catalyst was reduced at 623 K in H2/N2 (10/90 vol%) 

environment for 3 hr at atmospheric pressure before being cooled to room temperature. The 

reactant gas H2/CO2 (molar ratio = 3:1) under operating conditions of 3 MPa, 623 K and gas 

hourly space velocity (GHSV) of 3100 hr
-1

. The effluent was analysed online using an 

Agilent gas chromatograph (GC) 7890A with the transfer line from the reactor to the GC 

preheated at 373 K to avoid condensation of effluent products. TCD was used to measure N2, 

CO and CO2 gases while organic compounds were studied using the flame ionization detector 

(FID). From this test, catalytic conversion and selectivity were computed using mass balance 

and resulting steady-state values (SSV). SSV was computed as an average of three tests over 

a period of 3 hr of continuous operation. CO2 conversion (xCO2), selectivity (si) and yield (yi) 

(where i is the molecule of interest) were computed as follows: 

 



Equation 2: CO2 conversion computation 

     
          

    
  

 

Equation 3: Methanol and carbon monoxide selectivity computation 

       
      

          
 

 

    
   

          
 

 

Equation 4: Computation of yield for methanol 

                   

 

 

3 RESULTS AND DISCUSSIONS 

3.1 Variation of Surface Morphology on Ultrasonic Modulation and Metal Composition 

 

Figure 1: SEM Analysis of CZr prepared via Ultrasonic Modulation at different Impulse times 
(continuous impulse (Cont. Imp.), 4 sec and 8 sec) in comparison with conventional co-

precipitation method (Conv) 



The Cu/ZrO2 catalysts prepared via normal co-precipitation and ultrasonic-assisted co-

precipitation method are shown in Figure 1. SEM micrograph shows that the samples are of 

irregular shape with particle agglomeration. However, this is affected by the introduction of 

ultrasonic irradiation. Despite the similarity in particle boulder shape, agglomeration was 

observed to increase with decrease in impulse of ultrasonic irradiation. With no impulse 

(continuous impulse), agglomeration was attained its highest and least with 8 sec impulse, 

which was slightly similar to the conventional catalyst. This stresses the impact of ultrasonic 

irradiation on the morphology, and probably, on the physical properties of the material [38]. 

Figure 2 shows the surface morphology of the calcined CZZr catalysts. In each sample, 

possible cavities were observed all over the surface of the catalyst. This is attributed to the 

decomposition of formed citrates with an obvious caking of the particles [10]. The cavities 

and compactness or caking of the catalyst was detected to increase with increase in Cu/Zn 

ratio. This is similar to findings reported by Huang, Chen, Fei, Liu and Zhang [10]. 

 

 

Figure 2: SEM images of prepared CZZr catalysts at varying compositions and continuous 
impulse ultrasonic irradiation (CZZr-xyz indicates catalyst with Cu2+:Zn2+:Zr4+ molar ratio = 

x:y:z) 

 

The sorption isotherm obtained from the BET analysis for samples prepared with varying 

impulse time of ultrasonic irradiation was used to compute the surface area (SBET), pore 

volume (VP), and particle size (DP). The results are tabulated in Table 1. The data indicates 

that an increase in surface area was obtained with decrease in impulse time. However, the 

particle size showed an appreciable decrease with decrease in pulse modulation. Moreover, 

there was an insignificant variation in Vp from 0.15 cm
3
/g for the conventional CZr to 0.17 

cm
3
/g of the continuous-impulsed CZr. This can be attributed to the enhanced interaction as a 

result of continuous ultrasonic irradiation. This depicts an improvement in the pore structure 

of the samples and is attributed to the enhancement of nucleation and precipitate growth 

resulting from improved dissolution and reaction process via sonication [39, 40]. When 



compared to the conventional samples (designated by conv), it was observed that at impulses 

greater than 1 s, sonication tends to have an adverse effect on the particle surface area. 

Nonetheless, with the introduction of Zn
2+

 metal ion into the composite oxide, the surface 

area and pore volume increased but varied inversely with increase in Cu
2+

/Zn
2+

 ratio (Table 

2). Although, not much difference was observed with pore volume. However, the particle 

diameter was detected to increase with Cu
2+

/Zn
2+

 ratio. This can be associated with the 

additional interactions facilitated by the presence of the promoting metal ion. The observed 

trend corresponds with reported phenomenon and was explained that the variation in Cu/Zn 

ratio affects the crystal growth and particle agglomeration of the catalyst. This in turn alters 

the textural properties of the catalyst [10]. 

 

Table 1: BET results of CZr catalysts prepared at different ultrasonic impulse time 

Structural Characteristics 8s Imp 4s Imp 1s Imp Cont 
imp Conv 

BET Surface Area ( m²/g) 53.84 54.31 58.33 64.36 57.03 
Pore Volume (cm³/g) 0.15 0.14 0.14 0.17 0.15 
Pore size (nm) 2.70 2.63 2.46 2.60 2.62 
Average Particle Size (nm) 27.86 26.49 25.72 23.31 26.30 

 

Table 2: BET and metallic composition analysis of CZZr catalysts prepared at different 
metallic composition 

Sample 
Metallic Composition (wt%)a 

Cu2+:Zn2+ 
SBET 

(m2/g) 
VP 

(cm³/g) 
DP 

(nm) Cu2+ Zn2+ Zr4+ 

CZZr-316 30.52 15.36 54.12 3.0 64.71 0.17 23.31 

CZZr-334 32.19 31.37 36.44 1.0 68.52 0.20 21.36 

CZZr-361 31.45 60.82 7.73 0.5 70.38 0.21 15.82 
a
 computed by atomic emission spectroscopy (AES) 

 

XRD pattern of the prepared samples are shown in Figure 3. Figure 3a shows the pattern for 

CZr catalysts at different ultrasonic modulation at constant Cu-loading of 30%. The pattern 

shows no difference in peak position. However, peak intensity was perceived to increase with 

ultrasonic irradiation at continuous impulse. This suggests that ultrasonic irradiation has 

limited impact in improving the crystallinity of the catalyst. The notable peaks observed were 

the tetragonal ZrO2 (t-ZrO2) at peak angles 2θ = 62
o
, monoclinic ZrO2 (m-ZrO2) with peak 

angles 2θ = 23
o
 and 28.2

o
 and Cu species with peak angles 2θ = 35.6

o 
related to CuO and 2θ = 

42.8
o
 and 72

o
 related to Cu metal. Incorporating the metal Zn

2+
 to the CZr composite oxide, a 



series of overlapping peaks were obtained. The presence of CuO was indicated with peaks at 

2θ = 32.4
o
, 35.4

o
 and 38.7

o
. The 35.4

o
 peak overlapped with 36.3

o
 peak for ZnO. Other ZnO 

peaks are at 2θ = 31.8
o
 and 34.5

o
. Noticeably, as the Cu/Zn ratio decreases, the ZnO 

diffraction peaks increases as well relative to their individual CuO peak intensities. The 

diffraction peaks of ZrO2 was also detected but as monoclinic at 2θ = 23
o
 and 28.8

o
 and as 

tetragonal at 2θ = 30.3
o
. It is observed that the m-ZrO2 which was the more dominant ZrO2 

crystal increased in accordance with its normal composition in the composite oxide. The 

crystallite size of CuO crystal was computed using the Scherrer’s equation as 16.64, 19.99 

and 19.63 nm for CZZr-316, CZZr-334 and CZZr-361 respectively. This indicates that the 

presence of Zn
2+

 has an impact on the crystallinity and relative dispersion of Cu. Crystallinity 

of the catalyst is suggested to be highest at moderate composition of Zn
2+

. 

 

 

Figure 3: XRD pattern for (a) calcined CZr catalysts prepared with variation in ultrasonic 
impulse at Cu-loading of 30 wt%, and (b) CZZr catalyst prepared with difference in metallic 

composition. (□) CuO, (○) ZnO, (◊) t-ZrO2 and (∆) m- ZrO2
. 

 

3.2 Thermal Characteristics 

The thermal strength of the prepared catalysts with varying ultrasonic modulation is shown in 

Figure 4. It is detected that there are three decomposition steps in all cases. Although this 

varied with the level of ultrasonic impulse. As shown in the figure, the first decomposition 

step (of both weight loss and DTA plot) occurred at temperature less than 250 
o
C. This is 

associated with the loss of moisture and is identified by the lowest peak of the DTA plot. The 



second decomposition step as a result of interstitial moisture loss is existed between 250 and 

maximum temperature of ca. 680 
o
C. Maximum temperature of the second decomposition 

peak varied with impulse of ultrasonic irradiation with continuous and 1 s impulse having the 

highest. Beyond this temperature is the loss of NO3
- 
attached to the surface of the catalyst. 

This explains that the thermal stability of the catalyst was enhanced by ultrasonic modulation. 

Nonetheless, this is dependent on the intensity of the irradiation. With a continuous or near-

continuous impulse, a more thermal stable material is obtained. In terms of energy required 

for the thermal breakdown of the catalyst, Figure 5 was obtained. This is the DSC analysis of 

the prepared catalysts within a temperature range of 0-800 
o
C. The result validates the 

thermal stability of samples prepared at continuous and 1 s impulse. This is observed from to 

the plot to be closest to the zero DSC line indicating a minimal energy differential per mass 

of the sample. In the profile, it is also noteworthy that the loss of NO3
-
 was at a more 

extended temperature than that of the conventional and higher impulse samples. 

 

Varying the heating rate, it is shown that a better thermal stability is achieved at 20 K/min as 

shown in Figure 6. The 20 K/min profile for both continuous and 1 sec impulse were 

observed to be have the minimal change in energy (closest to the zero line). In addition, it is 

also witnessed that at 20 K/min, the breakdown peaks of the catalysts (solid lines) occurred at 

higher temperatures than that of 10 K/min (broken lines). This suggests that for optimum 

industrial applicability, the material will be well suited at a thermal operation with heating 

rate at 20 K/min rather than 10 K/min. Since the thermal stability of this catalyst is directly 

proportional to Zr
4+

 content [3, 4], the thermal characteristics of CZZr was neglected. 

 



 

Figure 4: TGA-DTA profile for CZr catalysts 

 

 

Figure 5: DSC profile for CZr catalysts at different ultrasonic impulse 



 

Figure 6: DSC analysis at different heating rate for CZr catalysts prepared with ultrasonic 

irradiation at 1s and continuous impulse 

 

3.3 Reducibility of Catalysts 

To understand the reducibility of the catalysts, H2-TPR analysis was conducted. The results 

are as shown in Figure 7. Three classes of adsorption peaks were observed for the catalysts 

depending on the preparation method and composition of metal. In accordance with literature, 

the first peak (α) occurred at low temperature range (100-300 
o
C) and is attributed to the 

adsorption of atomic hydrogen highly dispersed Cu
2+

. The second desorption peak (β) 

occurred at mid temperature range from 300-500 
o
C, assigned to the adsorption of hydrogen 

on moderately dispersed Cu
2+

 species. The final peak (γ) situated at temperature range 500-

700 
o
C is associated with hydrogen adsorption by bulk Cu

2+
 species [41-44]. Figure 7a shows 

the profile for CZr reduction. Reducing the radiation impulse resulted to an increase in the 

intensity of α-peak and decrease in β-peak. High temperature adsorption of H2 was not 

witnessed in this catalysts. This suggests that the increase in ultrasonic impact (designated by 

reduced impulse time) will aid in high Cu dispersion. The quantitative analysis of this effect 

is summarised in Table 3. Figure 7b shows the profile for CZZr at varying amount of Zn
2+

 

ion. At low amount of zinc (CZZr-316), the α-peak was still detected alongside with the 

detection of a β’-peak, which can be explained to be due to difficulties in the reduction of 

some dispersed Cu [43]. However, both peaks tend to fade as the composition of Zn 

increased. This is associated with an increase in intensity, reduction in width and shift of β-



peak towards a higher temperature. A logical explanation can be given that the presence of 

Zn increases the dispersion of Cu species and makes it more accessible for potential 

dissociation of hydrogen molecule [10]. In this set of catalysts, the γ-peaks were observed 

and this tends to increase with increase in the amount of Zn. These results show that the 

amount of easily reducible well dispersed and bulk CuO increased with increase in Zn (Table 

3). The result data also shows that the impact of introduction of Zn promoter outweighs the 

impact of ultrasonic modulation. For instance, comparing the total peak area of CZr at 1s 

impulse and CZZr-316 with that of the conventional catalyst, it is estimated that the 

difference between the former is a unit magnitude while the latter is of 6 fold magnitude 

difference. 

 

Figure 7: TPR profile of (a) CZr catalyst at various ultrasonic impulse, and (b) CZZr Catalyst at 
different metal composition 

 

Table 3: Peak areas of H2-TPD profiles of reduced CZr and CZZr catalysts 

Sample 
Peak Areas (a.u.) Total Area 

(a.u.) α-peak β-peak β'-peak γ-peak 

CZr-1s Impulse 2.74 3.04 - - 5.78 

CZr-8s Impulse 0.13 4.42 - - 4.55 

CZr-Conv 0.03 4.52 - - 4.55 

      

CZZr-316 3.32 11.61 15.89 1.84 32.66 

CZZr-334 - 22.67 3.27 39.03 64.97 

CZZr-361 - 28.98 - 42.39 71.37 

 



 

3.4 H2 Desorption 

The H2-TPD pattern for the pre-reduced catalysts was also studied (see Error! Reference 

source not found.8). The desorption profile spanned across a temperature range 50 – 800 
o
C 

and displayed several adsorption states of H-species on the catalysts. These peaks are classed 

into two categories, low (130 – 300 
o
C) and high (400 – 500 

o
C) temperature peaks 

designated as α and β peaks respectively [16, 43, 45]. Desorption at low and high temperature 

region is ascribed to the release of H-species adsorbed on surface Cu sites and on surface 

ZnO or ZrO2 respectively. Figure 8a shows that as the impulse time reduces, the intensity of 

the peaks increased indicating that an increased impact in ultrasonic irradiation will boost the 

amount of surface Cu sites and available metal oxides. Hydrogen spillover phenomenon is 

suggested to facilitate the hydrogen adsorption process on ZnO and ZrO2 sites [16, 45]. For 

the CZZr catalysts, two peaks were equally obtained within the reported temperature range. 

However, it was observed that both peaks had broader bands that the CZr catalysts. This is 

attributed to the presence of the Zn promoter which aids in increasing the amount of Cu 

active sites. CZZr-316 with the lowest composition of Zn showed the basic α and β peaks. 

But with an increase in Zn composition resulted to an increase in peak intensity with the 

detection of additional peaks, α’ and β’ peaks as shown in Figure 8b. The α’-peak can be 

attributed to both physical and chemical interactions between Cu and the metal oxides with 

an alteration in electron distribution, which will facilitate the adsorption of hydrogen [42]. 

The β’ peak can be explained as a separated hydrogen adsorption on the individual ZnO and 

ZrO2 surface sites. With further increase in Zn composition (CZZr-361), the intensity of the 

peaks was reduced. It may be suggested that above a specific metal composition, hydrogen 

adsorption will be deterred by the metals. Li, Mao, Yu and Guo [9] suggested that this 

interaction could be facilitated by the sintering effect [9], which in turn will result to 

reduction in surface area [10]. In conclusion, the best catalyst for the purpose of methanol 

synthesis via hydrogenation process is one with a better H2 adsorption strength and good 

desorption of the dissociated hydrogen atom [46]. Emphasis for the selection of these 

catalysts should be based on the α-peak desorption profile because it is the hydrogen 

desorbed from this peak region that will be made available for the hydrogenation process [47]. 



 

Figure 8: H2-TPD profile for (a) reduced CZr at various ultrasonic impulse time, and (b) CZZr 
catalysts at different metal composition 

 

3.5 Surface Basicity of Catalysts 

The surface basicity of the catalysts were studied using the CO2-TPD technique. The 

desorption profiles and data are shown in Figure 9 and Table 4 respectively. Generally, the 

basicity of metal oxides are categorized into three: weak, medium (or moderate) and strong 

basic strengths. In this study, these three zones are depicted at their corresponding 

temperature peaks ranging from 100-160 
o
C, 300-550 

o
C and > 600 

o
C respectively. Weak 

basic sites (α) are associated with the surface hydroxyl (OH
-
) group; whereas the moderate 

basic sites (β) are related to metal-oxygen (M
n+

-O
2-

, where n+ is the valence of the metal) 

pair. The strong basic sites (γ) are attributed to the low coordination unsaturated oxygen (O
2-

) 

and electronegative anions [43]. Figure 9a shows TPD profile for CZr catalysts at varying 

modulation impulse. As can be seen, peak intensities increased with increase in impact of 

ultrasonic modulation. Hence, ultrasonic irradiation has yet proven to improve the surface 

basicity of the catalyst. This can be attributed to the enhanced surface morphology of the 

catalyst hence making the basic sites accessible for CO2 adsorption. Figure 9b portrays the 

CO2 desorption profile for the CZZr catalysts prepared at different metal composition. Result 

data shows that a variation of metal composition has an impact on the surface basicity of the 

catalyst. As Cu/Zn ratio (also associated with the increase in Zr
2+

 content) increases, the 

intensity of α-peaks decreased but the β and γ-peaks showed an appreciable increase in 

intensity. The increase in moderate and strong basic sites can be attributed to the increase in 



Zr
4+

 content since this metal is suggested to have a great synergetic effect on CO2 desorption 

at moderate and strong basic sites when compared to Zn
2+

 [10]. Additionally, the γ-peak was 

observed to shift towards higher temperature with increase in Cu/Zn ratio. This is suggested 

to be due to the increased electron density of the strong basic sites, and can be attributed to 

the aggregation of saturated O
2-

 ions [43]. 

 

Figure 9: CO2 desorption profile for (a) reduced CZr at various ultrasonic impulse time, and (b) 
CZZr catalysts at different metal composition 

 

 

 

 

Table 4: Result data for CO2 desorption profile for reduced CZr and CZZr catalysts 

Sample 

Weak Basic Site  Medium Basic 
Sites 

 Strong Basic 
Sites 

 

Total 
(a.u.) 

Temp. 
(oC) 

Peak 
Area 
(a.u.) 

 

Temp. 
(oC) 

Peak 
Area 
(a.u.) 

 

Temp. 
(oC) 

Peak 
Area 
(a.u.) 

 

CZr-Conv 148.00 3.53  400.00 8.67  620.00 0.06  12.26 

CZr-8s Imp 147.00 4.31  399.00 9.31  632.00 1.35  14.97 

CZr-4s Imp 147.00 4.99  400.00 8.48  630.00 2.49  15.96 

CZr-1s Imp 148.00 5.84  400.00 11.43  625.00 5.43  22.70 

CZr-Cont Imp 147.00 5.46  401.00 10.91  630.00 5.52  21.89 

           CZZr-361 148.00 6.53  412.00 30.23  658.00 0.86  37.62 

CZZr-334 148.00 6.18  409.00 33.86  699.00 2.14  42.18 



CZZr-316 160.00 5.30  400.00 39.71  717.00 10.82  55.83 

 

3.6 Catalytic Performance for Methanol Synthesis 

In this study, the catalytic performance was evaluated based on the catalytic selectivity and 

activity for CO2 hydrogenation. The results are shown in Table 5. From the obtained results, 

it is observed that CO2 conversion increased with increased impact of sonication. As the 

sonication impulse reduced from 8s to 1s, CO2 conversion increased from 5.67% to 8.82%. 

This can be explained using the H2-TPD data within the neighbourhood of the reaction 

temperature. The principle of H2-TPD discloses the ease of hydrogen adsorption on Cu-sites. 

This is assumed to reflect the reducibility of the catalyst, hence showing readily available 

active Cu-sites for hydrogen dissociation. This will facilitate CO2 conversion. Hence, the 

high CO2 conversion capacity of this catalyst can be related tentatively to its high adsorption 

of hydrogen within the reaction temperature of 623 K (350 
o
C). Furthermore, it was observed 

that methanol selectivity was highest with the 1s impulse sample (50.72%) and least in CZr-

8s impulse sample (47.83%). This can be attributed to various factors [48, 49]. Recent studies 

proposed that the surface basicity of the catalyst plays a key role in the catalytic selectivity. It 

is promulgated that CO2 adsorbed at the strong basic sites favourably promotes methanol 

synthesis over RWGS [43, 45, 50]. The adsorbed CO2 at this sites will hardly be reduced to 

CO. The results from CO2-TPD shows that both intensity and contribution of strong basic 

sites is highest with the 1s impulse sample and least in the conventional CZr catalyst. With 

these parameters, the methanol yield was estimated with samples with frequent ultrasonic 

irradiation having the highest yields. Correlating the amount of CO2 desorbed to the CO2 

conversion and methanol yield, a linear relationship was obtained for the former. This 

suggests that the amount of CO2 converted is directly related to the amount adsorbed. 

Whereas, for methanol selectivity, a minimum is attained before it begins to ascend. This is 

as a result of the simultaneous occurrence of reverse water gas shift reaction with the 

production of CO (see Figure 10).  

The presence of Zn in the catalyst is also considered to affect the conversion of CO2 and 

selectivity of methanol. As the Cu/Zn ratio decreases from 3 to 0.5, the conversion of CO2 

showed an initial increase from 17.78% to 18.68% before descending to 17.08%. This 

corresponds to the H2-TPD profile of these catalysts validating the effect of dissociative 

desorption of hydrogen on hydrogenation of CO2. Moreover, the increase in Cu/Zn ratio was 



associated with an increase in methanol selectivity. This is at par with the CO2-TPD results 

for strong basic sites. Correlating the CO2 desorption profile at this basic sites with the 

methanol selectivity and CO2 conversion, it can be proposed that at a low Cu/Zn ratio (< 1), 

the methanol selectivity and CO2 conversion displays a sharp reduction slope. But at higher 

Cu/Zn ratio (> 1), a low change gradient is observed for both selectivity and conversion of 

methanol and CO2 respectively. This is diagrammatically illustrated in Figure 11. 

Table 5.5: Catalytic performance of CZr and CZZr catalysts for methanol synthesis‡ 

Variation with ultrasonic impulse 

Sample XCO2 SCH3OH  SCO YCH3OH 

(%) (%) (%) (%) 

CZr-Conv 

CZr-Cont Imp 

CZr-1s Imp 

5.71 

8.43 

8.82 

48.92 

50.31 

50.72 

51.08 

49.69 

49.28 

2.79 

4.24 

4.47 

CZr-4s Imp 6.36 49.16 50.84 3.13 

CZr-8s Imp 5.67 47.83 52.17 2.71 

     

Variation with metal composition 

Sample XCO2 SCH3OH  SCO YCH3OH 

(%) (%) (%) (%) 

CZZr-316 17.78 54.28 48.72 9.65 

CZZr-334 18.68 53.57 46.43 10.01 

CZZr-361 17.08 49.93 49.07 8.53 
‡ 

Reaction conditions: P = 3.0 MPa, T = 623 K, GHSV = 3100 hr
-1

, CO2:H2 = 1:3. Experimental errors = ± 4.6 % 

 

 

Figure 10: Correlation between CO2-TPD data with CO2 conversion and CH3OH selectivity for 
CZr catalyst 



 

Figure 11: Correlation between CO2-TPD data with CO2 conversion and CH3OH selectivity for 
CZZr catalyst 

 

 

4 CONCLUSIONS 

In the synthesis of methanol via hydrogenation process, one key contributor to the 

effectiveness of this process is the presence of a suitable catalyst. The most suitable and 

widely used catalyst is the Cu-based catalyst and its optimal performance is based partly on 

its thermal characteristics and surface morphology and chemistry. Subsequently, this is 

dependent on various factors including catalyst synthetic method, metal content and 

composition. In addition, its thermal strength is also dependent on the heating rate. The effect 

of these factors are summarised as follows based on the results of the current study: 

1. The adoption of ultrasonic irradiation at different sonication impulse affects particle 

agglomeration, which in turn contributes to the surface morphology and chemistry of 

the Cu/ZrO2 catalysts. Low sonication impulses displayed the best properties for the 

catalyst with improved surface area, particle size and porosity. 

2. Metal promoter, ZnO had a greater impact on these properties with an optimum 

performance at moderate Zn content. 

3. Based on the thermal tests, this study suggests that for optimum industrial 

applicability, the material will be well suited at a thermal operation with heating rate 

at 20 K/min rather than 10 K/min. 
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